
To: Samples: 56

Date Received: 2022-08-16

Date Out: 2022-08-25

Attention:

Project:

Certificate of Analysis: 220816A Sample Type: Chip

Units g/t

Sample Name Au FA replicate
220816A-1  C-00405 0.22
220816A-2  C-00406 0.19
220816A-3  C-00407 0.64
220816A-4  C-00408 0.64
220816A-5  C-00409 0.41
220816A-6  C-00410 0.06
220816A-7  C-00411 0.33
220816A-8  C-00412 1.39
220816A-9  C-00413 1.37

220816A-10  C-00414 0.59 0.50
220816A-11  C-00415 0.60
220816A-12  C-00416 0.01
220816A-13  C-00451 0.39
220816A-14  C-00452 0.84
220816A-15  C-00453 0.38
220816A-16  C-00454 8.36
220816A-17  C-00455 0.19
220816A-18  C-00456 0.18
220816A-19  C-00457 0.16
220816A-20  C-00458 0.35
220816A-21  C-00459 0.46
220816A-22  C-00460 10.07
220816A-23  C-00461 1.56
220816A-24  C-00462 0.64
220816A-25  C-00463 0.74
220816A-26  C-00464 1.07
220816A-27  C-00465 0.82
220816A-28  C-00466 0.72 0.67
220816A-29  C-00467 0.66
220816A-30  C-00468 0.82
220816A-31  C-00469 0.53
220816A-32  C-00470 0.01
220816A-33  C-00471 0.58
220816A-34  C-00472 0.43
220816A-35  C-00473 0.53
220816A-36  C-00474 0.64
220816A-37  C-00475 0.68
220816A-38  C-00476 0.72
220816A-39  C-00477 0.26
220816A-40  C-00478 3.22
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220816A-41  C-00479 1.74
220816A-42  C-00480 0.76
220816A-43  C-00481 0.86
220816A-44  C-00482 0.56
220816A-45  C-00483 0.85
220816A-46  C-00484 1.87
220816A-47  C-00485 1.29
220816A-48  C-00486 0.90
220816A-49  C-00487 11.75 11.07
220816A-50  C-00488 7.27
220816A-51  C-00489 4.04
220816A-52  C-00490 0.01
220816A-53  C-00491 1.86
220816A-54  C-00492 2.50
220816A-55  C-00493 2.84

220816A-56  C-00494 0.86
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